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WMERKAFRLKR HEHRARETARAR

Company Name GUILIN YOULIAN ELECTRONIC CO.,LTD

shown on Report

ook JPEHE R R XEEARZE B BRI A XI5 Tk el $R A 22 A i 7 1IC13

Address C13, WEST SIDE OF EAST RING SOUTH ROAD, GINKGO, SUQIAO INDUSTRIAL
PARK, GUILIN ECONOMIC AND TECHNOLOGICAL DEVELOPMENT ZONE,
GUANGXI ZHUANG AUTONOMOUS REGION

PATF R i S RE {5 B B R R IR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

=R ZRE

Sample Name Solid Silicone Connectors

FE g, H AN,

Color Medium black with red exterior

MR FR i

Material Silicone Rubber

FE SR B 3 2021.02.18

Sample Received Date Feb. 18, 2021

BRI H 3 2021.02.18-2021.02.22

Testing Period Feb. 18, 2021 to Feb. 22, 2021

I EE sk FRAE 2 PR, N T B SSRE h H B R — FH R R E AT K Inspecton & T
Test Requested As specified by client, to test Phthalates in the submitted sample(s).
ALK 45 A U 45 SR HZ W F I

Test Method/Test Result(s) Please refer to the following page(s).

) /ﬁ‘% RN .
Z Reviewed by {} %g‘—"
%( 9% [é H & 2021.02.22

Date
HRHE
FARZH Technical Manager No. R294341288
A A BR A ) TR RN 5 22 DXOFT 224 T8 M AR A DX A RS DX

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@: t.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B YE Test Method
e S 0 A 38
W1 H i v b
Test Item(s) Test Method Equipment(s)
AR~ R SHEN 14372:2004 (E) GC-MS
Phthalates Refer to EN 14372:2004(E)
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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PRI E Tested Item(s)

#ZE R Result

FERHE MDL

AFE _HEREE Phthalates

AR HER T lig Dibutyl phthalate
(DBP)
CAS#:84-74-2

N.D.

30 mg/kg

AIoK R T AR Butyl benzyl
phthalate (BBP)
CASH#:85-68-7

N.D.

30 mg/kg

PR -HR = (2-2.%) Ol
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

N.D.

30 mg/kg

AZK — HR —1E¥fE Di-n-octyl
phthalate (DNOP)
CAS#:117-84-0

N.D.

30 mg/kg

A2k R 5 TFE Di-isononyl
phthalate (DINP)
CAS#:28553-12-0,68515-48-0

N.D.

50 mg/kg

LR HR — 57 %55 Di-iso-decyl
phthalate (DIDP)
CAS#:26761-40-0,68515-49-1

N.D.

50 mg/kg

AR2K — HIR —H g Dimethyl phthalate
(DMP)
CAS#:131-11-3*

N.D.

30 mg/kg

R —HR — 2l Diethyl phthalate
(DEP)
CAS#:84-66-2*

N.D.

30 mg/kg

AR2K — H R Al Dipropyl phthalate
(DPrP)
CAS#:131-16-8*

N.D.

30 mg/kg

K R — 5% Tl Diisobutyl
phthalate (DIBP)
CAS#:84-69-5*

N.D.

30 mg/kg

A2k —HR /% EE Dipentyl phthalate
(DPP)
CAS#:131-18-0*

N.D.

30 mg/kg

AR R —Pifis Diheptyl phthalate
(DHP)
CAS#:3648-21-3*

N.D.

30 mg/kg

A2k R 3 g Dicyclohexyl
phthalate (DCHP)
CAS#:84-61-7*

N.D.

30 mg/kg

AI2K —HR — % ¢lE Diisooctyl
phthalate (DIOP)
CAS#:27554-26-3*

N.D.

50 mg/kg

Hotline:400-6788-333

www.cti-cert.com

E-mail:info(

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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M LER Test Result(s)

A2K —H R W5 Dinonyl phthalate N.D. 30 mg/kg
(DNP)

CAS#:84-76-4*

. R — 5 Tl Diisononyl adipate N.D. 50 mg/kg
(DINA)

CAS#:33703-08-1*

FE fn /3RO IR ARV SEVE N EREL

Sample/Part Description Pink/black/pink silicone rubber

Bl -N.D. = Riai CUNFIEA IR

-mg/kg = ppm= HIHZ—
Remark: -MDL = Method Detection Limit

-N.D. = Not Detected (<MDL )

-mg/kg = ppm = parts per million

R —*FNEI B /FEALECNASIAFI L A
-AREFRBIEERABT. #HE SVAREEES. AV RHREENA.
Note: -*indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.

-The testing data and result(s) in this report is(are) just for scientific research, education, internal
quality control and product development etc.

Hotline;400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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BUFRAR Test Process
EFRTEE D FAHLIE RIAE R RGBT
Weigh le and pl — Extracted with —
cIEh sammpe and prace Hrastee W Concentrate the extract
it in a thimble organic solvent
F GO-MS 4 AAENEREE e e e
— Make up with 1 Transfer the extract into a
P
Analyzed by GC-MS . .
organic solvent volumetric flask

AWLAR - T4

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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FE i B
Photo(s) of the sample(s)
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7 B Statement::
L RO TR AR | < T3 K T R R
This report is considered invalid without approved signature, special seal and the seal on the perforation;

R A T A RR SRR R R R B R E SR, B RO RS T, CTIREZ SR

2.

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided
by the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. ARG R AN 52 MHE i 51515
The result(s) shown in this report refer(s) only to the sample(s) tested,;

4. RECTIBHFE, AT EHIARE;
Without written approval of CT], this report can’t be reproduced except in full;

5. WIS H IS AE SN ER ER, PO,

In case of any discrepancy between the English version and Chinese version of the testing reports (if

generated), the Chinese version shall prevail.
***?&%:éé:;ﬁ***
*** End of report ***
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